
3.003 
Principles of Engineering Practice 

• One Month Review 
• Solar Cells 

• The Sun 
• Semiconductors 
• pn junctions 
• Electricity 
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Engineering Practice 


1.  Problem Definition 
2.  Constraints 
3.  Options 
4.  Analysis 
5.  Solution 



Tool Box (1): Wave Equation 

dielectric constant and index of refraction 

time and spatial variation 

n = index of refraction 
= c 0/c = 1 (vacuum) 
= (ε/ε0)1/2  (in a material) 
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Tool Box (2): Harmonic Oscillator 

absorption and dispersion 
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Polarizability, Dielectric Constant, Refractive Index 
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Anti-Reflection Coating Design 


� Set R=0 
n1 = (n0n2)1/2


(index of middle layer is geometric mean of other two indices) 

� Sensitivity analysis: f(λ,t,n) 

t = λ/4n
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The Solar Cell 

1) Principles of operation 
2) Relevant performance metrics 
3) Design for performance 
4) Design for manufacturing 
5) Design for application 
6) Scale of production 



Environmental and Market Driving Forces for Solar Cells 

Courtesy of Solarbuzz LLC. Used with permission. 

• Solar cells are environmental friendly energy sources.  
• Solar electricity generation was 2.8 GW power in 2007 (1.8 GW in 2006). 
• World’s market for solar cells grew 62% in 2007 (50% in 2006). Revenue 

reached $17.2 billion. (26% growth predicted for 2009 despite recession). 

Natural Gas
Biomass
PV (Bulk Si)
PV (Thin Film)



The Sun 


• Sun powered by nuclear fusion. Surface temperature~5800 K  
• Will last another 5 billion years! 

Courtesy Christiana Honsberg and Stuart Bowden. Used with permission. 



The Solar Spectrum 

λpeak (µm)=2900/T (K)~0.5 µm 

AM1.5 Spectrum refers 
to the solar spectrum 
after passing through 
1.5 times the thickness 
of the earth’s 
atmosphere 

Courtesy of Christiana Honsberg and Stuart Bowden. 
Used with permission. 

• Solar spectrum on earth is black body radiation modified by molecular absorption in 
the atmosphere. 

• Power density ~0.9 kW/m2 on a sunny day.  
• Total energy delivered to earth~1018 kWh/year (8000x global energy consumption)! 



Light-Matter Interaction
Incident light 

Reflection 

Transmission Absorption 

Valence band 

Conduction band 
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Absorption (A) + Reflection (R) + Transmission (T) = 1 
Absorb the incident light in order to harvest optical energy. 


Minimize reflection helps to maximize absorption 

Photon energy (hc/λ) > band gap (Eg) to be absorbed 




Does a blue semiconductor exist? 



Absorption Spectra of Semiconductors 
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• Absorption Coefficient (α) defines the material’s absorbed optical power. 
• Direct gap materials have a much higher α 

Courtesy of Helmut Föll. Used with permission.



Tool Box (3): The pn junction

Solar Battery Voltage 

Ec	 Ec 
Ef 

p-type n-type 
Ef 

Ev	 Ev 

Built-in E-field 
Ec


qVbi


Ec 

EfEv 

Ev 

�	 The potential is the 
electrochemical potential of 
the electron, known as the 
Fermi level, Ef. 

�	 Ef = kT ln (n/Nc) 
�	 n = electron concentration 
�	 Nc = ‘density of states’ 

= empty states at E c 

When two dissimilar materials 
contact, charge flows to equalize 
the chemical potential. This 
charge exchange creates the 
voltage to drive current under 
illumination. 



P-N Junction at Equilibrium 

P N 
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V 
+ -

- + 
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Built-in E-field 	 Reverse current: 
Ec Any minority carriers (e-in p-type semiconductor 

qVbi 
or h+) can drift under the built-in electric field and 

Ec 
induce a reverse current –I0 

EfEv 

Ev	 Forward current: 
At equilibrium the net current is 0, so the forward 
current must be I0 



P-N Junction Under bias 
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Apply a bias of V: 
Forward current: 
The potential barriers for majority carriers is 

modified by an amount of qV compared to 0 bias, 

so the forward current is modified by a factor of 

exp(qV/kT): Boltzman distribution .

Therefore Iforward =I0 exp(qV/kT)


Reverse current 
The same as 0 bias: -I0 



Photocurrent: P-N Junction under Illumination 

P N 

Built-in E-field 
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Light 
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Iph 

S=Junction 
Area 
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h+ 
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Drift 
diffusion diffusion  

Fill Factor (FF) = VmpJmp/VocJsc ~ 0.6-0.8 
Energy conversion efficiency, ηenergy = FF* Voc*Jsc/Popt 



Solar Cells Devices 


�	 Solar radiation spectrum is close to black-body radiation
(broad spectrum) 

�	 The photon energy needs to be absorbed by the 
semiconductor material. 
�	 Selection of band gaps is important for solar cells 

�	 The pn junction potential drives current flow to create
electrical power. 



The Solar Cell 

1) Principles of operation 
2) Relevant performance metrics 
3) Design for performance 
4) Design for manufacturing 
5) Design for application 
6) What scale of production is consistent 

with (6)? 



MIT OpenCourseWare
http://ocw.mit.edu

3.003 Principles of Engineering Practice
Spring 2010

For information about citing these materials or our Terms of Use, visit: http://ocw.mit.edu/terms.

http://ocw.mit.edu
http://ocw.mit.edu/terms


<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /All
  /Binding /Left
  /CalGrayProfile (None)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Warning
  /CompatibilityLevel 1.4
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJDFFile false
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.1000
  /ColorConversionStrategy /sRGB
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams false
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo false
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Remove
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 150
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 150
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /ColorImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 150
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 150
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /GrayImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 300
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects true
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName (http://www.color.org)
  /PDFXTrapped /False

  /Description <<
    /JPN <FEFF3053306e8a2d5b9a306f300130d330b830cd30b9658766f8306e8868793a304a3088307353705237306b90693057305f00200050004400460020658766f830924f5c62103059308b3068304d306b4f7f75283057307e305930023053306e8a2d5b9a30674f5c62103057305f00200050004400460020658766f8306f0020004100630072006f0062006100740020304a30883073002000520065006100640065007200200035002e003000204ee5964d30678868793a3067304d307e30593002>
    /DEU <>
    /FRA <>
    /PTB <>
    /DAN <>
    /NLD <>
    /ESP <>
    /SUO <>
    /ITA <>
    /NOR <>
    /SVE <>
    /ENU (Use these settings to create PDF documents suitable for reliable viewing and printing of business documents. The PDF documents can be opened with Acrobat and Reader 5.0 and later.)
  >>
>> setdistillerparams
<<
  /HWResolution [300 300]
  /PageSize [612.000 792.000]
>> setpagedevice




